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SIMPLIFIED ILLUSTRATION  : Top Ceram® RAK - EFFECT 
����

unprotected 

 
picture 1: surface of polished stoneware 

protected 

 
picture 2: protected stoneware by 

TOP CERAM® RAK - COATING 
“from micropores to nanopores” 

 
picture 3: dirt particles in micropores 

 
Picture 4: no contamination of  protected pores 

 
picture 5: cleaning  

picture 6: cleaning 

 
picture 7: cleaning-effect at the surface 

but dirt residues in micropores 

 
picture 8: no residues 

 


